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Lemo Elevator Engineering

Certificate of conformity
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Customer %/ (gﬁ{%tﬁt&}j)

Name of the Product 7 & & Fi: AAA717AD1 Order #[A: #LMS0221230CJ25----125K*31;
Total & it: #375K

P — F0006083 Date of Product 42 H}i]: 28.11.2022

Product Spec. it i SIS BN B B AE FH SCAF (PDG511D) At

Measured Data Il &% #z

60.42
Width F&(mm) (60.0+0.5)
3.30
Thickness J& & (mm) (3.3+0.1)
0.08
Taper Measurement “F47 /& (mm) (<0.1)
7.0
Saber Measurement Z5 i i (mm) (<15)
Passed
Minimum Breaking load:(MBL) /M B 7177 (KN) ( >64)
Remarks I%: *MBL test result is besed on is frequent sample test.
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We certify that, apart from deviations for which we have received express written approval from OTIS Elevator, this
belt has been qualified, manufactured,andtested according to all applicable OTIS requirements. Test and
measurement data reported here are complete,accurate,and in conformance with OTIS requirements.
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